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SUKRY

Data reported for the autoxidation of poly(ethylene glycol) (PEG) and

poly(propylene glycol) (PPG) in solution at relatively long reaction times

were analyzed. A relatively simple and a more general kinetic scheme with

corresponding rate expressions were used. It was found that the more general

scheme gave somewhat more satisfactory agreement between calculated and ob-

served values of several reaction variables. Limitations in the applications

of both schemes to PEG and PPG autoxidations are mentioned.
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A general kinetic schepule P a i.nc.atalyzed, uninhibited autoxidation of

polypropylene in the buli )ha,* .. s 'i-st reported by Stivala, Reich, and co-

workersI in 1963. Since t'in they have reported an various kinetic aspects

of the autoxidation of pcioivefirs P -he bulk phase using this general scheme.

Thus, rates of: carbonyl aid ,hdroperoxide formation,2-5 oxygen absorption,6.7

and volatile products 3 ' 5 f)rmntlon wre investigated along with chemilumines-

cence,5' 6 changes in intrilsic viscosity as a function of time, 8 ' and autoxi-

dation in the presence of nhibitors. 0 Recently, Sawn and Chaudhri 1112uc-

cessfully extended the general scheme presented by Reich, Stivala, and co-

workers to the autoxidation of polypropylene in solution (at relatively high

polymer concentrations). At relatively low polymer concentrations, a much

simpler scheme was found to be valid in which termination of polymeric peroxy

radicals by recombination was postulated13 (which the general scheme mentioned

earlier did not include).

Recently, Grosborne and coworkers reported on a kinetic study of the au-

toxidation of poly(ethylene glycol) (PEG) and poly(propylene glycol) (PPG) in

solution in the presence of the free radical initiator azodicyclohexane-nitrile

(ADCN). These investigators developed kinetic expressions which could satis-

factorily explain various aspects of the autoxidation of PEG and PPG during

initial reaction conditions (at very low conversions). They assumed that ter-

mination of polymeric peroxy radicals by recombination occurred along with

intra- and intermolecular propagation. However, these workers did not analyze

their data for the autoxidation of PEG and PPG as a function of reaction time

(for relatively high conversions).
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It is the purpose of this paper to present an analysis of the data o0-

sened by Grosborne and coworkers for the autoxidation of PEG and PPG as a

,nction of reaction time. We will utilize basic ideas previously presented

Sour general scheme for the formation of carbonyl moieties and of hydro-

-!roxide, and for changes in intrinsic viscosity as a function of reaction

me. Two schemes will be employed in our analysis. Both will involve free

tdical processes; however, a major difference is that one involves termina-

on of polymeric peroxy radicals by recombination (simple scheme) whereas

-e other does not (general scheme).

11, Theory

A. Scheme with termination of polymeric
peroxy radicals by recombination

During the initial stages for the autoxidation of PEG and PPG in solu-

on, the following scheme was assumed to apply,1 4

AOCN (RH)

R + 0 0 (2)
o 2

R oO02. + Rol 0-- H.2H R Ro (3)

R 0 __H + R (4)
o 2 1
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k
R + 02 RO (5)

k
p

RiO2. + RollH RjO2H + R (6)

kIt
00

R 02". R - 0 *2 H +R J+i (7)

k
t

2 AiO2" -- products + 02 (8)

where, k and k denote the rate constants for intra- and intermolecularpo p

propagation, respectively; and, R H represents the unoxidized substrate.o

For relatively long kinetic chain lengths and from steps (1) - (8), the fol-

lowing rate of oxidation (p ox) expression may be obtained, 14

jn

POX R + (F÷ + R '-) D (9)P Rp) j-! RD•

where, R = k PR HR I 2k t-/2, R denotes the rate of radical initiation

from ADCN; 0 - k + k pR oHI +(kt R )1/2-; and, n denotes the number of suc-

cessive intramolecular propagations.

At relatively high conversions, Eq. (9) should nc longer be valid, and the

following additional initiation step must be considered,

k.

R 02H H R-)i e radicals (+ products) (1')
j 2 (RH)

Thus, at long reaction times, it would be anticipated that the concentration

of hydroperoxide would attain a relatively high limiting value.15'16 Since



the rate constant for polypropylene hydroperoxide decomposition7'17 Is about

thirty times that for ADCN decomposition at 950C, It would be expected thatr as

the autoxidation proceeds and the PEG and PPG hydroperoxide concentration rises,

initiation via hydroperoxide decomposition (R') would predominate over initia-

tion via ADCN decomposition (Ri)

I. Rate of hydroperoxide formation

From the preceding, we may write for the initiation rate after initial

oxidation stages,

Rf - 2 ki1  CR 0R2 H] (10)

Furthermore, it is assumed that Intraamlecular propagation is inop.-rative dur-

Ing the autoxidation at relatively high reaction times. Due to chain scission

during the autoxidation, the number of hydrogens per polymer molecule which

would be available for Intramolecular propagation would be greatly diminished

(also, the inclusion of intramolecular propagation resulted in kinetic expres-

sions which gave calculated values of variables which disagreed more with ob-

served values than when intramolecular propagation was neglected). Thus, %V

may also write,

d(.[R j02H] R) i.
d= k [RHI [Rj02 ] - (11)dt PHP " i ' "

o r , k p [RH ] (k0 /fR 0 H]21)2)
PHP k 112 - ki 2 (12)

t

Assuming that kp, kt . and (RHI are approximately constant during the PEG

autoxidation, Eq. (12) may be inteqrated to give,

'. 1H 1k2 .
In I - 1 [HP] --) t (13)
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Where, 1/2 It k-1/ 2 kp [RH]; and, [HP] - E ([RJO2 H. At relatively long
I O P 1 /

reaction times, S/k1 - (HP]"/2 , and Eq. (13) becomes,

In I - " "2]2 (14)

Upon differentiating, Eq. (14) becomes,

kl

PHP -In 8 -- t (15)
(HP] 1/2 2

Expressions will now be derived from the preceding equations for rates of au-

toxidation (pox) and ester formation (p9e) , and for changes in Intrinsic

viscosity as a function of reaction time.

2. Rate of Autoxidation

P O k[O2 ] E: [RJ-] - R1/2 (16)

kp [RHJ(kl [HP]) 1/2
and, P O k[HP] 1/(17)

kt

Upon substituting the expression for (HPJ from Eq. (14) Into Eq. (17) and in-

tegrat ing,

kI t

O[2] - 2 k l[HP]. t + 6(HPJ. (e T t ")I

- [HP] ,e -) (18)

3. Rate of Ester Formation

From previously reported work, 2 5

F . . . . . i-_ ( !
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Pco f k1 HpJ (39)

where, f denotes a proportionality factor. Upon combining Eqs. (14) and (19),

the following expressions can be derived,

(Pco)a( k It
a([> cumo) - (P0 )o t +4 - k (a r 1-

e IIt (20)E,,
and, In - =-" 1 t , (20')

where, (PC. f k.I[HP].

4. Intrinsic Viscosity Changes

Based upon previously reported work, 8 '9 let

Algl ( ) - I - f [> c-o0 (21)

where, f, - proportionality factor; [TJ°0 and [1U denote intrinsic viscosi-

ties which PEG possesses initially and during autoxidation, respectively; and,

- Mark-Houwink exponent (0.77 for PEG). Substituting the expression for

[> c-o] from Eq. (20) into Eq. (21),

S- f(o) t + I k T

fI(Pc).(_, kt ,
k e (22)



7.

S. Scheme without termination of polymeric
peroxy radicals by recombination

The general scheme and the corresponding equations derived therefrom1 10

were utilized to obtain expressions for various variables in the autoxidation

of PEG and PPG.

I. Rate of hydrperoxide formation

From the general scheme previously referred to, it can readily be

shown that,

[HP) I [HP]. ( - *"At) (23)

I' HPJ\

Upon differentiating, Eq. (23), becomes,

PHP M A(HP], e-At (24)

or In PHP - In(A[HPI=)- At (24a)

2. Rate of ester formation
1-10

It can be shown that

PCo PCO) " e (25)

where, (p) - k6 [HP I . Equation (25) may be rearranged to give,

In "• , At (25a)

Furthermore, from E4. (25),

8[ST AVAILABLE COW1
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A1> c-oJ) = (p9), t + c At (26(
co C A * -,(6

3. Rate of autoxidation

pox = R + k5 [HPI (27)

and, POX 0  R1 + k5[HPJ, ( - eaAt) (28)

From Eq. (28),

AD2 R i +It 5 (HPJ W t + A (e- At - (29)

4. Intrinsic viscosity changes

Upon substituting Eq. (26) into Eq. (21),

'~l0 1 (Pc°)(e'At e ) (30)•T =el(co)• A

In the next section, Eqs. (14), (15), (18), (20), (22)-(24), (26), and (29)

will be applied to data for the autoxidation of PEG(h n = 25,000) and

PPG('Mn = 106) in o-dichlorobenzene at 940 and 85 C, respectively. The results

will be tabulated and compared.

Ill. Results

In Figs. 1 and 3 are shown plots of Eqs. (14) and (15) [values of (HP]/2

0.45 and 0.20 were used for PEG and PPG, respectively]. From the lineir re-
-4 -

lationships obtained, average values of k. of 4.4 x 10"4 sec and

7.5 x 10-4 sec"1 were obtained from Eqs. (14) and (15) for PEG and PPG, re-

spectively. A good linear plot would be anticipated at the higher reaction
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times (RA >> R1) , cf. plot of Eq. (14), Figs. 1 and 3. Using the following

values14 for PEG at the higher reaction times: [RHI - 4.2 , k - 3 , and

6kt a 10 , the intercept from the plot of Eq. (15) affords a value from which

value of k, a I x 10"4 sec can be calculated. Thus, there appears to be

a large discrepancy between the value of kI obtained from the slopes of the

plots of Eqs. (14) and (15) and the value obtained from the intercept of the

plot of Eq. (15). This inconsistency may be partially due to the values

assumed for [RHJ , kp , and It and/or to the assumptions made In deriving

Eqs. (14) and (15). A similar inconsistency was observed for PPG.

In Figs. 2 and 4 are shown plots of Eqs. (23a), (2 4 a), and (25a). From plots

of these respective equations, average values of A of 1.40 x 10"4 sec"1 and

2.62 x 10.4 sec"- were obtained for PEG and PPG respectively. From the value of

the intercepts obtained from the plots of Eq. (24 a) and from the values of A

obtained from their slopes, values of [HP]== - 0.20 and 0.041 were calculated

for PEG and PPG, respectively. (obsd., 0.20 and 0.040). Thus, values obtained

from the slopes and intercepts of plots are in better agreement using the more

general scheme (Sec. lib) than the simpler scheme (Sec. lia).

From known values of k. and [HP] , Eq. (18) may be written for PEG and

PPG, respectively, as

4 -4 xIO•
6[0 2] 1.76 x 10 t + 1.20 (a- 2.2 x 0 - 1)

-0.20 (e" 4.4 x 10- 4 t - 1) (18a)

o. 6o i-4 e3.75 x 10O-4 t

o 0.60 x 10 t + 0.24 ( - 1)

-0.040 (e-7"5 x lO4t ,) (18b)

Corresponding expressions were obtained from Eq. (29) (from the general scheme)
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by utilizing known values of Ri , A , [HPJ. , and a particular value of A6[20

at a certain reaction time, e.g., A602 ] - 0.20 at t - 0.6 x Io sec. for PEG
2

and A(02] -0.028 at t - 0.3 x 104 sec for PPG. From these values of

k5 a 4.8 x 10-4 seca! and 7.1 x 10" sec - re estimated for PEG and PPG, re-

spectively, (cf. the corresponding values of kI W 4.4 x I0-4 sac-1 and 7.5 x 10"4

sec"1 obtained from Eqs. (14) and (15)] for PEG and PPG, respectively. Equation

(29) may now be written for PEG and PPG, respectively, as

A(02  o 0.98x iO"4 t + o.69 (*"1.4 x I0'4 t. I) (29a)

and, A[0 2] " 0.29 x 10"4 t + 0.11 (e"2.& x 0- I) (2nb)

Table I contains calculated [Eqs. '18a), (18b), (29a), (29b)] and observed

values of A(02] at various reaction times for PEG and PPG.

Table I

Calculated and Observed Values of

6[02 Jfor PEG and PPG

A(021. mole/I.

-4 ----- Calculated Observed
Time x 10 sec. Eq. (18a) Eq. (29a)

PEG

0.30 0.10 0.07 0.11

0.45 0.16 0.13 0.16

0.60 0.35 (0.20) 0.20

0.75 0.54 0.29 0.25

0.90 0.75 0.39 0.29

PPG

Eq. (i8b) Eq. (29b)

0.15 0.014 0.0085 0.015

0.30 0.055 (0.028) 0.028

o.45 0.11 0.056 o.o4o
0.60 0.18 0.090 0.050
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Prior to using Eq. (20) ast imate values of A[> c o] for PEG, It is

first necessary to obtain the ý*iue of (p c). . By employing a value of

(0CO)e - 0.22 x 104, a piot of Eq. (20') afforded an approximate linear re-

lationship which overlapped the plot for Eq. (14), as would be anticipated,

cf. Fig. I. Similar considerations apply when (p ) , 0.60 x 1O-5 was

Co

used for PPG, cf. Fig. 3. Equation (20) now becomes for PEG and PPG, respec-

tively,

61> c - o] a 0.22 x I0"4 t + 0.20 (j" 2 z2 x 10't - 1)

- 0.05 (N.44 x 10" 4 t - 1) (20a)

and, M> c - ol - 0.60 x 10-5 t + 0.032 (e" 3 "75 x 10-4 t. 1)

- 0.008 (e" 7.5 x 10" -4 1) (20b)

The corresponding expressions for A[> c - o] from the general scheme may be

similarly obtained as follows: if we utilize a value of (p Co)' - 0.22 x 10"4

In Eq. (25a), a plot of this equation (cf. Fig. 2) also gives a plot which over-

laps that from Eq. (23a), as would be expected. From this value of (p)co

Eq. (26) becomes for PEG,

A[> c - o] - 0.22 x I0" 4 t + 0.155 (e" 1. 4 x O'4 t - 1) (26a)

Similary, when a value of (p )' - 0.60 x 105 is used in Eq. (25a), a plot
Co 0

of this equation (cf. Fig. 4) also gives a plot which overlaps that from Eq.

(23a). Equation (26) becomes for PPG,

A[> c - o] 1 0.60 x 10" 5 t + 0.023 (e" 2.62 x 10- 4t - 1).(26b)

ST A"",L4LBLE Copy
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Table 2 summarizes calculated (from Eqs. (20a). (20b), (26a), and (26b)] and

observed values of A[> c ol at various reaction times for PEG and PPG, re-

spect ive ly.

Table 2

Calculated and Observed Values of

A[> c - ol for PEG and PPG

c - O], mole/I.

4- Calculated ....... Observed
Time x 10". Sec. Eq. (20a) Eq. (26a)

PEG

0.30 0.01 0.014 0.019

0.60 0.032 0.044 0.055

0.90 0.074 0.088 0.10

1.2 0.13 0.14 0.15

PPG

Eq. (20b) Eq. (26b)

0.15 0.0007 0.0014 0.002

0.30 0.004 0.0054 0.0077

0.60 0.016 0.018 0.020

0.90 0.034 0.033 0.034

Prior to using Eq. (22) to estimate values of Al , a value of fI must be

obtained. From data provided14 a value of f, M 60 was estimated for PEG.

Then Eq. (22) becomes for PEG (sufficient data was not available for a similar

treatment for PPG),

Al 13.2 x 10"4 t + 12 (e" 2.2 x 10 -4 )

-3 (e" 4.4 x 1O"4 t - 1) (22a)

eSAVAiLA~.~'
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Prior to using Eq. (20) c estimate values of A[> C * o0 for PEG, it is

first necessary to obtain the vaiue of (pco)W . By employing a value of

(•OC)a - 0.22 x 10-4, a plot of Eq. (20') afforded an approximate linear re-

lationshlp which overlapped the plot for Eq. (14), as would be anticipated,

cf. Fig. 1. Similar considerations apply when (p co) " 0.60 x 10-5 was

used for PPG, cf. Fig. 3. Equation (20) now becomes for PEG and PPG, respec-

tively,

-4 j-2.2x164
A[> c w o] a 0.22 x 10- t * 0.20 (a"" x - 1)

- 0.05 N-4"4 x 10-4t _ 1) (20a)

-4
and, a(> c - o] = 0.60 x 10"5 t + 0.032 (e"3"75 x 10 t

1-4t
- 0.008 (e" 7.5 x 10" t 1) (20b)

The corresponding expressions for A[> c - oJ from the general scheme may be

similarly obtained as follows: if we utilize a value of (po)' - 0.22 x I0"

co

In Eq. (25a), a plot of this equation (cf. Fig. 2) also gives a plot which over-

laps that from Eq. (23a), as would be expected. From this value of (p )o
Co

Eq. (26) becomes for PEG,

A[> c - o] - 0.22 x 10"4 t + 0.155 (a" 1.4 x 1O'4 t - 1) (26a)

Similary, when a value of (p )' - 0.60 x 10i5 Is used In Eq. (25a), a plot
Co C

of this equation (cf. Fig. 4) also gives a plot which overlaps that from Eq.

(23a). E'4uatlon (26) becomes for PPG,

(>c - o] - 0.60 x lO'5t + 0.023 W 2.62 x 10-4 t - I).(26b)

BEST AVAILABLE COPy
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decomposition (k 4.4 sec and k. 5 4.8 x 10"- ec") which are

in good agreement. Chien and Boss have indicated a value of about I x 10-

-l
sec for the rate constant for polypropylene hydroperoxide decomposition at

950 C. The values of (P¢o. are similar for both schemes. At relatively

large reaction times, there are large discrepancies between values obtained for

[0O2] from both schemes. This behavior may be due to the -ormation of oxida-

tion products at the high reaction times which inhibit the )xidation rate. This

is postulated in view of the fact that the oxidation rates of polyolefins1 7

generally increase more rapidly than observed for PEG.

It may also be mentioned that when intramolecular propagation was included

in the simple scheme, greater discrepancies between calculated and observed

values of reaction variables resulted than when it was neglected. As previously

indicated, after initial reaction times, chain scission occurs to a great ex-

tent thereby lessening the number of hydrogens per polymer molecule available

for intramolecular propagation.

Despite the somewhat better agreement provided by the more general scheme

between calculated and observed reaction variables, it is difficult to account

for the change in mechanism that apparently results after initial autoxidation

(very low conversion) times, i.e., termination by recombination of polymeric

peroxy radicals no longer occurs after initial reaction times. In view of this

and discrepancies between calculated and observed values at relatively low (at

relatively low reaction times, discrepancies would be expected for the simple

scheme) and high reaction times, more work on PEG autoxidation is indicated

before any final decision can be reached as to which scheme is the more prefer-

able.
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Fig. I. Plots of Eqs. (14, (15), and (20') for the autoxidation of PEG;

Q----.Eq. (14.); •-------Eq. (15.);- Eq. (20.').
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Fig. 2. Plots of Eqs. (23.a), (24.a), and (25.a) for the autoxidation of PEG;

O .---- Eq. (23.a.); ------ Eq. (24.a.);[] ..... Eq. (25.a.).
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Fig. 3. Plots of Eqs. (14), (i5)• and (2O•) for the autoxIdatriot c f PPG;

r-0 ----- Eq . 1) A..- L.. . (15);Q .....- Lq. (20').

i

Ptt



SI'

A

1.4- 5.0

F"•U / I"4.

, 1.0  4.G

0. 8- 4.4•V I0 0., 4.4d

4.

0 3000 6000 9000

TIME, sec.
"FIG- 3



Fig. 4. Plots of Eqs. (23.a), (24.a), and 25.&) for the autoxidatiou of pp(;

o ----- Eq. (23.,); -- Eq. (24.a); C] .--- Eq. (25..).
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